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Composite structures are made of two or more components with significantly different physical or chemical
properties and they remain separate and distinct in a macroscopic level within the finished structure. This feature
allows for introducing optical fiber sensors into the composite material. These sensors can demonstrate stress
distribution inside tested material influenced by external tensions. Two types of the optical fiber sensors are used
as the 3D structure. One of them is based on application of fiber Bragg grating inside the core of the fiber.
Longitudinal stress changes parameters of the Bragg grating and simultaneously, spectral characteristics of the
light transmitted through the fiber. The second one is based on application of highly birefringent fibers which,

under external stress, introduce polarization changes of the output light.

PACS numbers: 42.81.Gs, 42.81.Pa, 62.23.Pq

1. Introduction

The main advantages of fiber Bragg gratings (FBGs)
over other optic sensor schemes are its low cost, good
linearity, wavelength multiplexing capacity, resistance in
harsh environments and transduction mechanism which
eliminates the need for referencing as in interferometric
sensors [1-5]. FBG sensor technology is now on the verge
of maturity after almost three decades of active research
and development in this field. Efforts are now concentrat-
ing on delivering complete FBG sensor systems including
front-end electronics.

The grating will typically have a sinusoidal refractive
index variation over a defined length [6]. The reflected
wavelength (Ag), called the Bragg wavelength, is defined
by the relationship

)\B = 2n/17 (1)
where n is the effective refractive index of the grating in
the fiber core and A is the grating period.

Fiber Bragg gratings can be used as sensing elements
in optical fiber sensors. In a FBG sensor, the measurand
causes a shift in the Bragg wavelength, AAg. The relative
shift in the Bragg wavelength, AAg/Ag, due to an applied
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strain (¢) is approximately given by
AN
AB = Cee, (2)
where Cj is the coefficient of strain.
The stress-induced () elongation of the sample in the
function of the deflection is given by the following for-
mula:

sd
g = Gﬁ, (3)
where s — deflection, d — distance between fiber layers,
L — length of the sample.
The change of the Bragg reflection in the function of
the elongation is 1.2 pm for 1 pe at 1500-1600 nm [6].
The main disadvantage of the FBG sensors is that only
a small part of the fiber is detecting stresses. In the case
of the polarimetric optical fibers the whole fiber is the
sensor, and because of that they could be more useful for
stress monitoring particularly in composites materials.
Polarimetric optical fiber sensors based on highly bire-
fringent (HB) polarization-maintaining fibers have fo-
cused great interest for last decades [7, §]. In HB fibers,
the difference between the phase velocities for the two or-
thogonally polarized modes is high enough to avoid cou-
pling between these two modes. Fibers of this class have
a built-in, well-defined, high internal birefringence ob-
tained by designing a core and/or cladding with noncir-
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cular (mostly elliptical) geometry, or by using anisotropic
stress applying parts built into the cross-section of the
fiber.

The modal behavior of the lowest-order mode HB
fibers under various external deformations is of special
interest for sensors and device applications. A number of
physical quantities can be measured on the basis of HB
fibers: hydrostatic pressure, strain, vibration, tempera-
ture, acoustic wave, etc.

A symmetric deformation effect (X) influences the
propagation constant § in every mode because of the
changes in fiber length L and the refractive indices of the
core and the cladding. In a single-mode regime, this leads
to changes in the phase difference A® = AG - L between
both polarizations of the fundamental LPgy; mode along
the fiber [1]:

§(AD) _ \40L  OA8) W
0X 0X 0X
where X stands for temperature (T"), pressure (p) or lon-
gitudinal strain (¢) defined as ¢ = AL/L.

The effect of longitudinal strain on mode coupling is to
modulate the relative phase retardation between the two
orthogonal polarizations in the LPg; mode. The general
formula describing the birefringence sensitivity to strain
can be expressed in terms of an experimental parameter
T. describing the amount of strain € required to induce a
27 phase shift of a polarized light observed at the output
as [9]:

d(Ag)} o

ABL(e) = AB° +sgn {de L (5)

where ABY signifies unperturbed modal (polarization)
birefringence of a fiber and the function sgn[d(AS)/de]
has two values: +1 or —1 depending on the sign of the
changes in the relative polarization birefringence with
strain and L is the total optical path of the fiber.
Under influence of the longitudinal strain the first term
on the right-hand side of expression (4) is negligible with
respect to the first, so that
~ 0(A6) 9(Ap)
0(AD) = 9% Le = 9 oL. (6)
Hence the phase changes of the polarimetric responses
are proportional to the absolute elongation AL and are
independent of the length L of the sensing region. Under
the influence of a longitudinal axial strain, Eq. (6) can
be approximated with the use of formula (5) in terms of
the only experimental parameter T:

é(Ao) 0L d(AB) 2r
de AB Oe +sgn de T.
-~ d(AB) 27
= gon (de ). T (7)

In recent years, many experiments and researches have
been carried out on laminated composites to obtain op-
timal mechanical properties [10-18]. Composite proper-
ties are highest in the direction of the fibers orientation.
In practical application, most of the structures are not
loaded in one direction, it is necessary to orient fibers in
different directions. This demands evaluation of mechan-

ical properties for different fiber orientations. The fiber
weight fraction is an important parameter influencing the
mechanical properties of composites.

2. Materials and measurement system

Two different 3D structures of optical fiber sensors —
9 Bragg grating sensors and 15 polarimetric sensors were
implemented into the composite materials. Samples were
200 mm long, 25 mm width and 2.5 mm thickness in
both cases. Additionally, both have the same distance
between fiber sensors layers: d = 1 mm. Both types of
samples were made at Faculty of Materials Science and
Engineering, Warsaw University of Technology (Fig. 1).

Fig. 1. Sample preparation process: (a) first 2D fab-
rics layer; (b) epoxy resin; (c) fiber optic sensors layer;
(d) next 2D fabrics layer.

In the function of the sample bend (Fig. 2a) the biggest
deformation is created at the surface. In the middle of
the sample strain is almost equal to zero. The matrix of
the fiber optics sensors (Fig. 2b) allows to observe the
stress distribution in the deformed composite material.
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Fig. 2. Scheme of the deflection measurements (a) and
fiber optic sensors distribution in the composite mate-
rial (b).
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Fig. 3. Measurement setup.
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The measurement setup (Fig. 3) dedicated for fiber
optic Bragg sensors consists of superluminescent IN-
PHENIX diode as the light source: output power 3 mW,
A = 1564 nm and FWHM 57 nm and the spectrum an-
alyzer Advantest Q8384. For polarimetric sensor system
measurements the polarization analyzer was used. The
Peltier thermoelectric device was used for the tempera-
ture compensation.

3. Measurement results

The length of the fiber Bragg optic sensors was 8 mm
each. All Bragg sensors have different reflection band.
After splicing process of the 9 sensors changes during
external perturbation was observed simultaneously for all
fibers (Fig. 4). For polarimetric sensors influence of the
bend on the output phase have to be measured separately
for all 15 sensors.
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Fig. 4. Spectral characteristic of unperturbed (top)
and bended (bottom) fiber Bragg sensor system.

Measurement results show that stress-induced effects
in both types of the fiber optic sensors correspond
to stress distribution in the deformed composite mate-
rial. Both sensors exhibit the same range of elongation
(strain).

However, sign of the bend-induced phase change (see
Fig. 5) reveal different stress mechanisms induced in the
composite material. It appeared that position of the sens-
ing fiber (below, in the middle, or above the center of the
sample) plays a predominant role in the stress-induced
effects.
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Fig. 5. Change of the polarization (a) and wavelength

(b) in the function of the sample bend for fiber optic
sensors placed below (triangles), in the middle (squares)
and above (circles) the center of the sample.

4. Conclusions

Measurement results presented in this paper show that
stress induced in both types of the fiber optic sensors
corresponds to the stress distribution in the bended com-
posite material. Additionally, measurements made in the
same environmental conditions show that in both sensors
the same range of the elongation of the fiber was detected
and the specific type of the stress depends on the position
of the sensing fiber — below, in the middle, or above the
center of the sample.
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