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Reflection of electrons from a potential barrier in heterostructures is described. An electric field of the barrier
causes spin splitting of electron energies via the spin—orbit interaction and its form is calculated in the three-level
k - p model for a nontrivial case of unbound electrons. It is shown that if the potential barrier is the only source of
the spin—orbit interaction, the spin-flip electron reflections are not possible. However, there appear two unexpected
possibilities related to the spin—orbit interaction: (a) non-attenuated electron propagation in the barrier whose
height exceeds the energies of incoming electrons, (b) total reflection of electrons whose energies exceed barrier’s
height. It is indicated that the system can serve as a source of spin-polarized electron beams.
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1. Introduction

It is well known that the spin splitting (SS) of ener-
gies in various quantum systems is intimately related to
their symmetry. According to the Kramers theorem, the
energy of an electron in a periodic system satisfies the
equality: Eyxs = E_g|, where k is the wave vector and the
arrows T and | signify spin-up and spin-down projections,
respectively. If, in addition, a system is characterized by
the inversion symmetry, the two spin states are degener-
ate for any k value: Egy = Ej). In general, however, for
a given k direction and value SS may occur even without
an external magnetic field. It was shown by Dressel-
haus [1] that in bulk semiconductors of the zinc blende
structure, which have no inversion symmetry, the con-
duction bands of IIT-V compounds are characterized by
an anisotropic spin splitting proportional to k% for small
k values. This splitting was extensively investigated in
bulk semiconductors. With the advancement of semi-
conductor quantum structures a new type of inversion
asymmetry became possible, namely the structure inver-
sion asymmetry (SIA). The SIA mechanism also leads
to SS of electron energies. The SS related to STA, often
called “the Rashba splitting", is of interest due to possible
applications, as it can be influenced by an external elec-
tric bias. This interest is a part of the wider movement
aimed to use properties of electron spin for technical use.

The subject of SS related to SIA has a controver-
sial history, as reviewed by the present authors [2]. In
a widely quoted paper, Bychkov and Rashba [3] wrote
down the following Hamiltonian for SS in heterostruc-
tures, in which the growth direction is parallel to a high
symmetry axis:

Hgia = oo x k) - v. (1)
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Here o are the Pauli matrices, k is the 2D electron wave
vector transverse to the growth direction, v is the unit
vector in the growth direction, and « is a coefficient. In
their paper, Bychkov and Rashba did not mention the
inversion asymmetry, but it is recognized by now that
the coefficient « has a nonzero value only if the system is
characterized by a structure inversion asymmetry along
the growth direction. The Hamiltonian given by Eq. (1)
resembles that of the spin—orbit interaction (SOI), but
one should not confuse it with the SOI in which an elec-
tric field £ appears instead of v. As follows from the de-
scription given in [2], a consensus on the theoretical treat-
ment of the problem of SS due to SIA has been reached,
see also [4-6]. Namely, it has been demonstrated that the
SS of conduction energies in asymmetric quantum wells
(QWs) is mostly related to asymmetric offsets of the con-
duction and valence bands, both due to different energy
gaps and spin—orbit energies. In particular, the SS of a
conduction band is not proportional to the electric field
in this band. If this were the case, the SS would almost
vanish because the average electric field in a bound state
is zero if one neglects a difference of the effective masses
in the well and barriers [7].

It was recognized a few years ago that the SOI can be
used to manipulate electron spins in semiconductor het-
erostructures. In particular, it was proposed to fabricate
spin filters by either driving electrons through inhomoge-
neous heterostructures with different strengths of the SOI
[8, 9] or by reflecting 2D electrons from a lateral potential
barrier in an asymmetric quantum well [10-15]. It was
exprimentally demonstrated by Chen et al. [10, 12, 14]
that, in the presence of the SOI, an opaque reflection from
a potential barrier separates electrons undergoing spin-
flip reflections from those experiencing spin-conserving
reflections. In their system, the electron spin splitting
was caused by SIA of asymmetric QWs and the interac-
tion with the barrier.

In our paper we consider reflection of unbound 2D elec-
trons from a potential barrier in heterostructures with-
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out the “help" of STA due to asymmetric quantum well.
Thus, we consider the simple system in which the only
source of electron spin-splitting is its interaction with the
barrier. This can be realized either by using a symmet-
ric QW or by performing experiments without 2D het-
erostructures. We actually calculate the spin splitting
of unbound electron energies due to the interaction with
the barrier, which was not attempted in previous works.
It is shown that, if the barrier is the only source of the
SOI, the topology of the system does not allow for spin-
flip reflection processes. However, we point out quite
unexpected possibilities of non-attenuated electron prop-
agation in the barrier whose height exceeds the energies
of incoming electrons and the total reflection of electrons
whose energies exceed barrier’s height. It is argued that
even this simple system can be used as a source of spin-
polarized electron beams.

The paper is organized as follows. In Sect. 2 we con-
sider the spin splitting of electron energies due to the
interaction with the barrier. Section 3 contains analysis
of opaque reflections: their kinematics and amplitudes.
Section 4 gives numerical estimations of the results. In
Sect. 5 we discuss our approach as well as those of other
authors. The paper is concluded by a Summary.

2. Spin splitting due to potential barrier

We first calculate the spin splitting of electron energies
caused by the spin—orbit interaction between the incom-
ing electron and the potential barrier. The interaction
is of the general form given by Eq. (1) but the problem
in our case is not trivial since the energy spectra of un-
perturbed and perturbed energies are continuous. We
consider a finite potential barrier at z = 0. The starting
point for the theory is the multiband k - p formulation
including the potential V() on the diagonal

2
Z |:(—E +V4ep+ p) o+ ipm : p:|
. 2m0 mo

xfi(r) =0, (2)
where I’ = 1,2,...,FE is the electron energy, €, are
the band edge energies, mg is the free electron mass,
fi(r) are the envelope functions, and p;,; are the inter-
band matrix elements of momentum taken between the
Luttinger—Kohn periodic amplitudes wu;(r). The poten-
tial V(7) and the envelope functions f;(r) are assumed
to be slowly varying within the unit cell (which is not
always a realistic assumption). If the potential varies
only in one dimension: V(r) = V(z), one may sepa-
rate the variables by looking for solutions in the form
filr) = exp(ik,x + ikyy)xi(z). This gives p, — hkg,
py — hk,, and the only nontrivial variable is z. Within
the three-level model (3LM) one deals with 8 bands
arising from I§, I'Y (double degenerate) and I'Y levels.
Thus the sum over [ in Eq. (2) runs from 1 to 8 and
! =1,...,8, so that one deals with 8 coupled differen-
tial equations for the functions y;(z). The parameters in
set (2) are the band edge energies and the momentum

matrix elements. Within 3LM there is one nonvanish-
ing matrix element Py between I'§{ and Iy, Iy symmetry
functions and one spin-orbit energy A splitting the Iy
and Iy functions. Using minor approximations one re-
duces set (2) by substitution to two equations for the
effective spin-up and spin-down conduction states, see
Ref. [2]. The resulting eigenvalue problem for the growth
direction z parallel to [001] crystal axis is

A—E Ksia | (xi(2)) _
(G 3) (1) - &

where
~ 2o 1 0 Rk
 20zm*0z  2m* + V), )
in which k% = k2 + k2 and m*(E, z) is the effective mass
for the conduction electrons
’%:1+C—EP(2+{> (5)
m*(E, 2) 3\& i)’
where we explicitly indicate by the subscripts that &; and
fi are different in various parts of the system. Further
—ik_ On(z)

Kgia = 73 0z (6)
where
o (11
n() = 20 ( - f> , ™)

in which k_ = (k, — ik,)/Vv2, while &(2) = &(2) +
V(z) — E and fi(2) = &;(2) + Ai(2) + V(2) — E. Here
e;(z) are the energy gaps, A;(z) are the spin-orbit en-
ergies, Ep = P22mo/h? and C represents far-band con-
tributions to the effective mass. The functions &;(z) and
fi(2) depend on z not only via V(z), but also due to the
jumps of ; and A; at the interfaces. We consider the
case of steep barrier: V(z) =0, ;(2) = e4, Ai(z) = Ay
and n(z) = na for z < 0, while V(2) = V,, &;(2) = ep,
Ai(z) = Ap and n(z) = np for z > 0, see Fig. 1. We
denote m*(E,z) = m% on the left of the barrier and
m*(E,z) = mj}; on the right. Considering an electron
coming to the barrier from an oblique direction one can
choose, without loss of generality, the coordinate system
in such a way that k, = 0, while &, # 0 and %k, # 0.

It is seen that for Kg14 = 0 the two spin states have the
same energy. We will solve set (3) using the well known
approximate procedure for the perturbation of two de-
generate states by calculating the matrix element of the
nondiagonal term Kng between the solutions of diagonal
terms. Explicitly

By =AM+ K}, (8)
The matrix element is taken between two orthogonal
spin states x1(2) = (1,0)Tx(2) and x,(2) = (0,1)Tx(2),
where x(z) is a solution of the Schrodinger equation
Ax(z) = Ex(2), see Eq. (3), and (1,0)7 and (0,1)T
are the spin-up and spin-down eigenvectors of the Pauli
spin operator &,, respectively. The unperturbed and
perturbed electron spectrum is continuous and the wave
functions are plane waves. This means that the wave
functions along the z direction must be normalized to
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the delta function §(k, —k.). In consequence, the matrix
clements A™ and KJ}, have the dimension of [energy
x length]. In order to obtain the correct dimension of
[energy| one has to integrate Eq. (8) over k.. We first
consider in more detail the unperturbed wave functions.
There is, for each spin, an incoming and a reflected plane
wave for z < 0 and a decaying wave for z > 0. The in-
coming wave vector is k, > 0, the reflected one is —k,
and the decaying wave is described by the imaginary wave
vector ¢g,. The value of k, does not change since there
is no force acting along the x direction. Explicitly, the
unperturbed spin-up and spin-down wave functions have
the standard form

XTV;ﬁméMZ<1>xwm ©)

“Ne%x<0>x@x (10)

2L 1

Xl =

where

X(Z) = (eikzz+Reiikzz)|z§0+(Teiqzz)|z>0~ (11)
Along the x direction the functions are normalized to the
length L., while along the z direction we aim at the nor-
malization to the delta function §(k, — k.) and keep the
normalization coefficient v/N, where N is to be deter-
mined.

Now we consider the boundary conditions at the inter-
face. There is

X|+0 - X|—07 (12)
and
(o), = (agor) )
mpy 0z 4o mYy 0z Y
This gives for both spin functions
T=1+R, (14)
ik.(1-R) _ iTq 15)
m’ miy
and ﬁnally
(k: —q-M)
pCEran) 1o
where M = m¥ /mJ.

We assume that initially the electrons are character-
ized by the energy E and the wave vector k. Since in
the region A there is V(z) = 0, the energy of incoming
electrons is E = h?(k2 + k2)/2m?, so we have

2 *
k2 = (E 2 - ki) , (17)
while in the barrier region B there is
2ms;
&= |E-wE - ). (19)

Now we calculate the normalization of x(z).

N 0o 0 . .
— dk:'z/ dz(eiF=* + Re~1k:?)
27 0 —00

><(e—ik’zz + R/*eik;z>

N o0 o0 . y
_~_7/ dq’z/ dzTe' =T e '9:% = 1. (19)
21 0 0

The final formula for N depends on the relation between
the electron energy E and V;, + h2k2/2m’%,.

a) The first case iss E < V, + h?k2/2m}, so that
q. = i|q.| according to Eq. (18). The function in the
barrier Te~ 1912 decays fast and we can neglect the term
proportional to 7. Consequently, x(z) is nonzero for
—o0 < z < 0. The normalization condition is

5/ dk’ ((1+RR'*)5(szk’z)
2 Jo

—(R+R™)6(k. + k;)) ~ 1. (20)

The second term gives no contribution to the integral
since both k., k, > 0. The first term imposes k. = k.,
then from Eq. (16) there is 1 + RR™ = 2, so that finally
N = 1. Tt should be noted that the integration over k.,
is related to the correct dimension of energy in Eq. (3),
as mentioned above.

b) The second case is: E > Vj, + h?k2/2m’%, so that
¢z, R, T are real. The function x(z) is nonzero for —oo <
z < 00. The normalization condition is

N

y U k(1 + RR)S(k. — )
0

+/ dg,TT'6(q. — q;)] =1 (21)
0

The first term gives 1+ R? and the second one gives T? =

(1+R)?. Finally thereis N = (k,+Mgq.)?/(3k2+M?q¢?).
/ Vb Es
L) a2 0 a2 =z
8/.\ /,'/ B
AA ,’/
Fig. 1. One-dimensional potential barrier used for the

calculation of spin—orbit energy (schematically). Energy
gaps and spin—orbit energies in regions A and B are
indicated.

To calculate the spin splitting determined by the aver-
age value of |IA(gIlA| = A, we take into account the valence
offsets contained in the &;(z) and f;(z) functions. We will
assume here that the potential barrier is a steep but lin-
ear function of z, extending from —a/2 to a/2, see Fig. 1.
After some manipulation the expression for A is brought
to the form
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0o a/2 R
A :/ dk’z/ dz\xj(z,k;)KSIAXT(z,kz)\ =
0 —a/2

Nk (n5 —n4a)
2 a
" 2 sin[(k. — k))a/2]
2 (k. — k) N
Nk (n5 —na)
2 a
sin[(K, — K.)D]
“Tr(K. — K
By changing the variable k, into K, = k.a/2D, k. into
K! = kla/2D, |¢.|M into |Q.| = |g.|Ma/2D and |¢.|
into |Q%| = |¢.|Ma/2D, where D is a large number and
R(K,) = (K, — Q.)/(K. + @), the last factor in the
integrand of Eq. (22) can be replaced to a very good ap-
proximation by §(K, — K.). Then the integration over

dK in Eq. (22) can be carried out and the final result
for the case E <V, + h%k2/2m3; is

kx(nB —1na) 4k2

/md@u+m@mu+3wm
0

AﬂLHWKmu+MKm

dK.. (22)

Ape = 23
BT e (A jgAR) )
while for the case E > Vj, + h?k2/2m7; there is
— 4k2
AE> _ k:p(nB nA) kz (24)

2a (3k2 4+ q2M?)"
The spin splitting is 24, see Eq. (8) and Fig. 2.
It can be seen that the spin splitting of the conduc-
tion band due to the SIA mechanism is proportional to
the spin—orbit energies in the valence bands contained
in ng —na term. Also, A depends on k, and ¢,, which
characterize the incoming electrons. In the published lit-
erature one deals with the Bychkov-Rashba spin splitting
in quantum wells, where A is related to the electron wave
function in the well. The unusual feature of our situation
is that we do not deal with the well but with a barrier,
so the wave function is replaced by the incoming and
returning plane waves and the penetrating component.

3. Electron reflection and penetration

As to the wave functions perturbed by the SOI, it can
be seen from Egs. (3) and (6) that, for k, = 0, the
two components of the I?SIA operator are of the form
Ksia = kg f(2)7,. This corresponds exactly to the gen-
eral form given in Eq. (1). Thus the matrix element
is KgliA ~ O’ZJ’ = —1i so that, according to the two-state
perturbation procedure, in which the two perturbed func-
tions are given by a sum and a difference of unperturbed
functions, the perturbed spin functions are (1/v/2)(1,1)T
and (1/v/2)(1,—i)T, i.e. they are the eigenfunctions of
o, operator for the spin-up and spin-down states quan-
tized along the y direction. In the following we refer to
these states as the “spin-up" and “spin-down" states, re-
spectively. R

Since the components of Kgia in Eq. (3) are propor-
tional to &, it is clear that the complete Hamiltonian

commutes with &,. This means that the projection of
electron spin on the y direction is a constant of the mo-
tion. Since, on the other hand, in our case the perturbed
wave functions are the eigenfunctions of &, one con-
cludes that the electron spin (on the y direction) is a
constant of the motion, so that spin-flip reflections from
the barrier cannot occur. This conclusion has been con-
firmed by explicit calculations of the reflected amplitudes
which, in case of spin-flip, vanish.

Let ¥ describe a spin-up electron with the incoming
wave vector k., > 0. The returning electron, reflected
without the change of spin, has the wave vector —k’, and
the penetrating component is characterized by ¢.,. The
spin-up electron energy is

h2k/2

B =
2m’

+ A, (25)

where k2 = k2 + k/°. For the spin-down electron there
is

K2 k”2
Ey =

- A. 26
2m’ (26)
where k"% = k2 + k;’Q. The corresponding spin-up and
spin-down wave functions are

elk:z:r 1
U= —7—\ .
VarL, \ i
ikl z —iklz iqlz
X [ez+Re Z] +[Te2} , (27)
|z<0 |z>0

Wy =

eikmm 1
VarL, \ —i

x{[eikgz +Pe—i’<é’2} + {Feiqﬂ } (28)
|z<0 |z>0

where the second terms correspond to the returning and
the third to the penetrating components. Let us assume
that in an experiment the spin-up and spin-down elec-
trons have the same total energy £ = F; = Es. Since k,
does not change, one gets from Eq. (25) for the spin-up
electron

2
K= (B - )T -k, (29)
2 2m*
q,/z = (E —A- %) hQB ki? (30)
and from Eq. (26) for the spin-down electron
2 2m*
K" =(E+ A)TQA — k2, (31)
2 *
@2 = (E+A-V)"n2 — k2. (32)

There follow from Egs. (30) and (32) unexpected and
interesting possibilities. One usually expects that, when
the incoming electron has the energy E larger than the
barrier height V}, it can move above the barrier with
a nonvanishing amplitude. However, it follows from
Eq. (30) that a spin-up electron can have E > V, but
still, due to the appearance of A with the minus sign,
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the resulting ¢.” is negative, so that ¢, is imaginary. Ac-
cording to Eq. (27) this means that the penetrating wave
is quickly damped, while the spin-up wave is almost to-
tally reflected. On the other hand, one usually expects
that, if £ < V,, the electron is almost completely re-
flected, while the penetrating wave is quickly damped.
However, it follows from Eq. (32) that a spin-down elec-
tron can have F < V; and still, due to the appearance
of A with the plus sign, the resulting q’z’2 is positive, so
that ¢ is real. According to Eq. (28) this means that
the penetrating wave propagates in the barrier with the
smaller amplitude but without damping! Suppose now
that incoming electrons have the energy E > V;, and
are not spin polarized. One can then express their spins
as combinations of the spin-up and spin-down compo-
nents. It is then possible that the spin-up components
are damped in the barrier and almost totally reflected
from the barrier, while the spin-down components prop-
agate without damping. It is clear that this situation
can serve as a spin-polarizing device. Alternatively, for
E <V, the spin-up component may be almost totally re-
flected, while the spin-down components can propagate
in the barrier and are only partly reflected. This again
can serve as a spin-polarizing device. In the next sec-
tion we give numerical estimations of such situations for
chosen examples.

E
[}
1
2
E
2A
IlﬁZ k2x
am*E) |,
-k"z -k'z k. K"z kz

Fig. 2. Electron energy versus wave vector k. for spin-
up and spin-down states (schematically). The spin—
orbit energy is A. For a spin-conserving elastic reflection
of spin-up electron the outgoing k. is equal to —k.. Sit-
uation for an initial spin-down electron with the initial
wave vector k7 is also shown.

4. Estimations

We estimate numerical values of amplitudes by consid-
ering the specific barrier: InSb/Ing g1 Alg g9Sb. In Table I
we quote the band parameters of the involved narrow-gap
semiconductor materials plus the offset V}, of the hetero-
junction. All the other parameters can be inferred from
the given values. In Table II we give the effective masses

calculated for the electron energies F in the regions A
and B. It should be reminded that the wave vectors ¢/,
and ¢/ refer to the spin-up and spin-down electrons, re-
spectively.

TABLE I

Material parameters used for InSb/Ing.91 Alp.0oSb bar-
rier. The lattice constant a is taken as an average value
between InSb and Ing.91Alg.09Shb.

InSb Ino,glAlo,()ng
By [eV] —0.2466 —0.426
Ao [eV] -0.8419 ~0.777
mg/mo 0.0143 0.0234
C -1.496 —1.3685
B, [eV] 23.4 23.4
a (10® cm) 6.4 6.4
Vi [eV] - 0.111
TABLE 11

Heterojunction parameters used for InSb/Ing g1 Alg.09Sb
barrier. The effective masses m}%/mo and mp/mo are
calculated for given electron energies F.

InSb Ino,glAlo,Qgsb
E [eV] 0.08 0.08
mi/mo 0.01854 -
mp/mo - 0.02184
E[eV] 0.13 0.13
mj}/mo 0.02113 -
my/mo - 0.02435

In Tables III and IV we quote characteristics of re-
flected and penetrating waves, as calculated for different
initial sets of parameters. The initial sets comprise elec-
tron energy E for E < V, + h*k2/2m’; (Table III) and
E >V, + h?k2/2m% (Table IV) and the wave vector k,
(two values). In entries for k, = 0.35 x 106 ecm~! we deal
with the “standard" case in which k. and k7 have real
values, while ¢/ and ¢/ have imaginary values for E <
Vi + h%k2 /2m’% and real values for E > Vj, + h%k2/2m’%.
An interesting and unexpected situation is described in
the entries for k, = 1 x 105 em~!. It follows from Ta-
bles I and III that, for the incoming energy E = 80 meV
of the spin-down electron and V;, = 111 meV, there is
E < Vi, + h?k2/2m’%, i.e. the kinetic electron energy is
smaller than the barrier height. According to the intu-
itive expectations, it should be a “normal" case in which
the wave penetrating the barrier quickly decays with the
distance z. However, the calculated spin—orbit energy
for this case is A = 58 meV, so that £ + A = 138 meV
is higher than V. As a consequence, it follows from
Eq. (32) that the resulting ¢/ = 0.736 x 10° cm™! is
real. This means that the penetrating spin-down wave
exp(iql z) propagates in the barrier without attenuation!

An alternative situation is created by an incoming
spin-up electron with the energy £ = 130 meV, see Ta-
ble IV. For the barrier V, = 111 meV there is £ >
Vi + h?k2/2m’%, so that the incoming electron moves in
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TABLE III

Case E < V, +h*k2/2m};. Spin-orbit energies and reflec-
tion characteristics for spin-up and spin-down electrons,
as calculated for £ = 0.08 eV and V;, = 0.111 eV, and
given values of k.

ks [107%/cm)] 0.35 1.0
A [eV] 0.025 0.058
q. [1075/cm| i1.828 i2.47
R 0.03-10.9995 -0.968-10.25
RC, 1 1
TC, 0 0
q7[107%/cm| i0.676 0.736
P 0.89-i0.455 0.585
RC» 1 0.342
TC: 0 0.658
TABLE IV

Case E > Vi, + h%k2/2m’;. The same as in Table III but
for E =0.13 eV and V, = 0.111 eV.

k. [107%/cm| 0.35 1.0
A [eV] 0.0085 0.025
q.[107% /cm] 0.74 i1.176
R -0.600 0.645-i0.764
RCy 0.36 1
TC, 0.64 0
qJ[107%/cm] 1.279 1.346
P 0.425 0.405
RC- 0.181 0.164
TCs 0.819 0.836

principle above the barrier. However, for this case there
is A =25 meV, so that £ — A <V, + h%k2/2m% and, ac-
cording to Eq. (30), the resulting ¢/, = i1.176 x 10%/cm
is imaginary. This means that the continuing spin-up
component quickly decays above the barrier and there is
a total reflection of the spin-up wave from the barrier.
It is instructive to calculate not only the amplitudes,
but also reflection and transmission coefficients of various
waves. A transmission coefficient TC is defined as TC =
|Jir/ Jin| and the reflection coefficient as RC = |Jyo/ Jinl,
where Ji, is the incoming current. According to Egs. (27)
and (28), we have for the incoming spin-up electron:
TC, = |T12¢,m% /k.m% and RCy; = |R|? while for the

incoming spin-down electron: TCy = |F|?¢/m% /kim’
and RCy = |P|?. For imaginary ¢, or ¢ we have the

decaying waves in the barrier, i.e. J;; = 0 and TC = 0.
In the last entries of Tables III and IV we give the values
of RC and T'C, as calculated from the above relations.
It can be seen that RC' 4+ TC = 1, as it should be. One
can also see that in the interesting two cases: the non-
attenuated transmitted wave for E < V,+h?k2/2m’; (Ta-
ble III) has a large transmission coefficient TCy = 0.658,
while for electron with E > V;, + h?k2/2m3 (Table IV)
the transmitted wave is attenuated in the barrier and has
the transmission coefficient T'C'; = 0.

As mentioned above, the considered system can serve
as a source of spin-polarized electron beams since it

spatially separates electrons with specifically oriented
spins. A state with unpolarized electron spin can be
represented as a combination of the spin-up and spin-
down components. If, in the first considered process (for
k, = 1.0 x 105 em~! in Table III), the spin-up compo-
nent is totally reflected, while the spin-down component
is partly transmitted without attenuation, it is clear that
the transmitted electrons will have the spin-down polar-
ization. Similarly, in the second considered process (for
k, = 1.0 x 10° cm™! in Table IV), the spin-up compo-
nent is totally reflected, while the spin-down component
is partially transmitted without attenuation, so that the
transmitted electrons will have again the spin-down po-
larization.

5. Discussion

We first examine the approximations used in our ap-
proach. The description of the potential barrier is some-
what ambiguous since we sometimes use a vertical barrier
and, when calculating the spin—orbit energy for unbound
electrons, a barrier of finite slope. As we mentioned in
Sect. 2, the latter assumption was necessary in order to
avoid an infinite electric field. However, this ambiguity
is not troublesome since one needs a steep barrier to ob-
tain sizable spin splittings. On the other hand, a narrow
barrier (on the order of interatomic distance) is in a cer-
tain contradiction with the validity of the k - p theory.
The latter requires that the potential changes be slow
compared to the lattice period. Fortunately, it is known
that the k- p theory usually gives better results than it is
supposed to. Also, when calculating SOE we assume in
Eq. (22) that the reflection amplitude R does not depend
on z. Allin all, it is possible that our calculations of SOE
for unbound electrons are not very precise. This, how-
ever, should not influence qualitatively our results. To
the best of our knowledge, a calculation of the Bychkov—
Rashba spin splitting for unbound electrons has not been
attempted before.

As it was mentioned in Sect. 2, the spin-flip ballistic
reflection of electrons from a potential barrier was experi-
mentally realized by Chen and coworkers in InSb/InAlSh
and InAs/AlGaSb heterostructures [10, 12, 14]. In their
experiments, the authors used a “triangular geometry":
two sides of a triangle with slits were employed to inject
and detect electron beams, the third side was utilized as
a barrier. An external magnetic field transverse to the
2D plane of the heterostructure was used to direct the
reflected beams to the detecting slit. A theoretical de-
scription of these experiments was presented mostly in
Ref. [11]. The authors assumed that the spin splitting
of electron energies due to the SOI had two origins: the
structural asymmetry of the quantum well and the bar-
rier. However, it was then incorrectly concluded that the
Bychkov—Rashba spin splitting of electron energies due
to the asymmetric well was proportional to the electric
field in the conduction band and that the spin splittings
caused by the two origins were governed by the same ma-
terial parameter. The calculation of spin splitting due to
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the SO interaction of unbound electrons with the barrier
was not attempted. Teodorescu and Winkler [15] in their
analysis of spin-dependent reflections from an impenetra-
ble barrier used as an origin of the Bychkov-Rashba spin
splitting only the inversion asymmetry of the well. In the
above arrangements the spin-flip reflections were possible
because they had the reflecting barrier in addition along
the x direction, while the spin resulting from the asym-
metry of the quantum well (grown parallel to the z axis)
was directed along the y axis.

In the work on the spin separation in 2D cyclotron
motion (Ref. [16]) and transverse electron focusing in 2D
systems with the SOI (Ref. [17]), the Bychkov—Rashba
splitting for unbound electrons was taken into account
only phenomenologically. In this connection we mention
that the SOI related to the barrier can separate spins
in the presence of an external magnetic field B trans-
verse to the electron motion (z—y plane in our geometry).
Suppose that all incoming electrons have the Fermi en-
ergy Er. Then the spin-up and spin-down components
have the kinetic energy m*vi = Ep F A, respectively.
The resulting Lorentz force in the two cases is different:
F. = e(vy x B), so that the corresponding electron tra-
jectories, including reflections from the barrier, will be
different.

It should be emphasized that, as follows from our
Eq. (23) and Ref. [2], the Bychkov-Rashba splitting for
unbound and bound electrons bear some similarities but
are also marked by important differences. In both cases
it is necessary to have the SOI and the structure inversion
asymmetry. In both cases it is necessary to have a trans-
verse motion and the resulting spin splitting is propor-
tional to the transverse momentum. On the other hand,
for the unbound electrons the spin splitting depends on
the longitudinal momentum hk,, while for the bound
electrons this momentum is “frozen" in the electron wave
function of the quantum well and it does not explicitly
appear. Also, as follows from Eqs. (23) and (24), for the
unbound electrons even the functional forms of A are dif-
ferent for £ < Vi, + h*k2/2m’% and E >V, + h%k2/2m%
situations.

6. Summary

We described spin-conserving opaque reflections of 2D
electrons from a barrier in InSb/InAlSb heterostructure.
In such a system the electric field of the barrier is the
only source of spin splitting in the presence of the spin—
orbit interaction. Formulae for the Bychkov—Rashba spin
splitting are calculated for unbound electrons. Ampli-
tudes are calculated for reflected and penetrating elec-
tron beams. It is shown that, in the considered simple
geometry, the spin-flip electron reflections are not possi-
ble. Two unexpected

possibilities are predicted due to the spin—orbit interac-
tion: (a) non-attenuated electron propagation in the bar-
rier when the latter is higher than the kinetic energy of
incoming electrons, (b) total reflection of electrons whose
energies exceed barrier’s height. It is pointed out that
the considered system can serve as a source or filter of
spin-polarized electron beams.
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