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Monte Carlo calculations of carrier heating efficiency in optically de-
tected cyclotron resonance experiment are presented. It is shown that elec-
trons accelerated by microwave electric freld gain energy sufficient for impact
ionization of shallow centers and for exciton dissociation. It is also explained
why very sharp thresholds for impact processes were observed in the optically
detected cyclotron resonance investigations.
PACS numbers: 78.70.Gq, 72.10.Di, 72.10.Fk

1. Introduction

The impact ionization process, caused by the microwave field accelerated
free carriers, can be responsible for the detection of the cyclotron resonance (CR)
absorption via the photoluminescence (PL). The first optically detected cyclotron
resonance (ODCR) studies confirmed in fact an important role of this mecha-
nism [1-5]. An unexpected feature of these studies was observation of very sharp
thresholds for the impact ionization processes [6].

This aspect of the ODCR experiment is analyzed in the present work. The
carrier heating efficiency by the microwave field is calculated for material pa-
rameters of the GaAs and for the 4 K sample temperature. These calculations
were performed for two extreme doping limits, i.e., for lightly and heavily doped
sample. The performed Monte Carlo calculations indicate that microwave heated
free electrons can accumulate energy sufficient for impact ionization of most of
the shallow impurities or for dissociation of free and bound excitons in common
semiconducting materials.

The distribution function of the mean electron energy was calculated. We
explain the observed sharp thresholds for the impact processes and the resulting
high spectral resolution of the ODCR study by the sharp distribution function
of the mean electron energy occurring for electron heating by low magnitude and
high frequency electric field component of the microwaves.
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2. Monte Carlo calculations
The Monte Carlo calculations performed are essentially of the type described

by Fawcett et al. [7]. This calculations were performed under following approxi-
mations: phonon distribution in the crystal is not affected by electric field applied,
bottom of the conduction band is parabolic, inter-valley scattering is not present.
These assumptions are justifled for common III—V and II—VI semiconductors, for
which ODCR studies were performed. Simulations were performed for material
parameters of GaAs, which are best known and are typical of other III-V com-
pounds [8].

First, we determined the relative efficiencies of different possible carrier scat-
tering mechanisms. For expected doping levels and for 4 K temperature scattering
on ionized impurities dominates at low carrier energy. For electron energies larger
than about 100 kT scattering on piezoacoustic phonons and then (higher electron
energies) acoustic phonon emission processes dominate. We can only exclude polar
optical phonon scattering shown to be unimportant for 4 Κ temperature and for
expected carrier energies.

In Fig. 1 we show the calculated carrier heating efficiency for different elec-
tric fields expected in the microwave cavity. These calculations were performed for
ionized impurities and acoustic phonon (deformation potential and piezoelectric)
scattering mechanisms. As mentioned above, scattering on optical phonons is not
important for 4 K temperature and for low electron energies. The results shown in
Fig. 1 prove that free carriers can easily accumulate energies sufficient for exciton
dissociation and for impact ionization of most of the shallow centers in typical
semiconductor. The impact ionization mechanism can thus be responsible for op-
tical detection of the cyclotron resonance, as concluded previously from ODCR
studies of silicon [2, 3].

One of the most attractive property of ODCR study is the sharpness of
thresholds for impact ionization processes. It was observed that ODCR experiment
allows one to reach separately the condition for impact ionization of centers of very
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similar binding energies. The contribution of two shallow donors to donor-acceptor
pair recombination processes could be resolved in that way [6]. Monte Carlo cal-
culations, shown in Fig. 2a,b, explain the physical principles responsible for this
property of the ODCR method. It is shown that very sharp distribution of mean
electron energy is obtained for carrier heating by low magnitude, high frequency
electric fleld. It is important to notice that not only carrier heating by low electric
field is required (Fig. 2a), but high field frequency as well. The latter is explained
by the results shown in Fig. 2b. The energy distribution of mean electron energy
smears out in time and broad distribution function is expected for dc impact ion-
ization experiments. For high frequency electric field component of microwaves
sharp energy distribution is predicted by our calculations. This is why the ODCR
method could find a new application for high spectral resolution photolumines-
cence experiments and may be applied for high spectral resolution PL si riclies of
edge emissions in III-V compounds, as reported previously by one of us [6].
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