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The general review of the history and present-day situation of diluted
magnetic semiconductor investigation in Ukraine is given by S. Ryabchenko.
Some noteworthy results of diluted magnetic semiconductor investigation
obtained in Ukraine are pointed out. The main features of the present day
situation are mentioned also. As an exampłe of last diluted magnetic semi-
conductor investigations, the new result obtained by Abramishvili, Komarov,
Ryabchenko, Semenov, Kyrychenko and Dubowski for Cd1-xxMnxTe/ĆdTe/
Cd1-xxMn xTe quantum well structures grown by laser ablation method are
presented. Α weak additional line was observed in the reflectivity spectra of
a 27 Α wide quantum well with x = 0.11 in the barrier.,Such additional line
has not been observed in spectra of similar molecular beam epitaxy grown
structures. Based on the theoretical computations of the energies and the
rełation of intensities of the main and additional lines we conclude that this
line might be associated with hh2 → el transitions, which ceases to be for-
bidden in the presence of technologically caused asymmetry of quantum well
potential profile.
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1. Introduction

In general, physics of diluted magnetic (or semimagnetic, or magnetically
mixed) semiconductors (DMSs) presents an intersection of magnetic phenomena
physics, semiconductor physics and physics of disordered solid solutions. From the
magnetism point of view, the main peculiarities of DMS physics are connected
with the carrier-ion exchange interaction. Of course, the problem of localized
non-coupled electrons exchange interaction (ion—ion exchange interaction) in these
materials is not out of interest, however, as a rule, this problem is closely linked
to more detailed features of the material under consideration.

The problem of the carrier-ion exchange interaction in metal have been de-
veloped by Vonsovskij with co-workers [1-3], see also [4], Kondo [5] and others. One
of the first considerations of the electron—magnetic impurity exchange interaction
in the case of semiconductors has been performed by Pines, Bardin and Slichter [6]
in 1957 in connection with the spin relaxation mechanism. In succeeding years a
lot of experimental and theoretical investigations were carried out on the physics of
magnetic semiconductors. It had been reviewed and generalized in the monographs
of Metfessel and Mattis [7], and Nagaev [8]. The carrier—ion exchange interaction is
of primary importance in magnetic semiconductors, but in most cases the ion-ion
exchange interaction is a determining factor for characteristics of the materials.
So, we have no possibilities to change easily these characteristics by an external
influence.

It seems to be the main reason why the magnetic semiconductor and DMS
investigations were developed independently in most cases. Finally, on the late of
70s a lot of DMS effects turn out to be unexpected. The DMSs have not been
treated as a special class of materials.

As a result of this situation, most researches, which gave impetus to DMS
investigations, were started as investigations of semiconductors with magnetic im-
purities. Firstly in Ukraine such researches were started in the Institute of Semi-
conductors of Academy of Sciences of Ukraine (IS ASU) ín Kiev under leader-
ship of Dejgen, who was the founder of the department of Radiospectroscopy
of Semiconductors in the Institute and the originator of the "Kiev's School of
Radiospectroscopy" . In 1975 Dejgen et al. [9] paid attention to the carrier—ions
exchange interaction problem in semiconductors in connection with the spin re-
laxation problem of paramagnetic centers. In late of 60s the magneto-optical and
optically detected magnetic resonance (ODMR) investigations of magnetic centers
in dielectric and semiconductor crystals were started in the Institute of Physics of
Academy of Sciences of Ukraine ('P ASU) ín Kiev.

2. DMS investigations in Ukraine

The DMS (in present day terms) investigations in Ukraine were started in
early 70s from the fabrication of II—VI semiconductor solid solutions with cations
partially substituted by 3d magnetic ions. This work has been performed in Cher-
nivtsy State University and IS ASU. The investigations of the optical and magnetic
properties of these materials in IP ASU resulted in the first observation and expla-
nation of exciton giant spin splitting (GSS) effect in terms of carrier—ion exchange
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interaction,[10, 11]. Further, the intensive and fruitful investigations were per-
formed at 'P ASU (today named as institute of Physics of National Academy of
Sciences of Ukraine — 'P NASU), IS ASU (today named as Institute of Physics
of Semiconductors — IPS NASU), Chernivtsy University, Donetsk Physical and
Technical Institute of NASU.

It is difficult to give a complete review of all these researches. They resulted
in the demonstration of a new type of ODMR due to changing of GSS under 3d-ions
EPR pumping conditions [11], prediction of ferromagnetic ordering in DMSs with a
high carrier density [12], interpretation of the sign difference of exchange integrals
for conductivity and valence band electrons [13], theory of magnetic polarons in
DMSs with the exact solution for the statistical sum in the framework of "exchange
box" model [14], theory and manifestation of exchange scattering effects [15], and
many other phenomena.

A lot of applied investigations of narrow gap DMS growth technology for
scientific purposes as well as for modern optical engineering devices have been
performed in the Design and Technological Department of Chernivtsy University.
Some of them were taken for commercial production. The high quality wide gap
DMS bulk materials have been also growing in the Department.

A lot of significant results have been obtained in cooperation with scientists
from RusSia (St. Petersburg, Ekaterinburg, Tchernogolovka), Poland, France, Ger-
many, Canada and other countries.

The present situation in Ukraine from the standpoint of scientific activity
conditions is characterized by such factors as:

(i) General economical difficulties; dramatic decreasing in the industry in-
terest to applied sciences and investigations; cancellation of high technological
production.

(ii) Reduction of fundamental research funding from the state budget and
cancellation of it from the industry side.

(iii) Shortening of working places for scientists and engineers; brain drain.
(iiii) Decreasing in flow of talented youth in science, especially in natural

and technological sciences.
At the same time enhancement of international scientific cooperation with

former Soviet Union countries is present. The old scientific contacts with scientists
from Russia and other countries of Community of Independent States are conserved
in the main part.

All centers of DMS investigations continue their activity. The topics of stud-
ies are coordinated with prominent tendencies in the world science. However, the
level of some types of experiments is limited due to the absence of modern equip-
ment for measurements or sample preparations.

For instance, in present days a lot of theoretical and experimental investi-
gations of quantum structures (in the most part — quantum wells (QWs)) are
performed by Ukrainian physicists. The DMS quantum structures are also widely
investigated. Unfortunately, there are no modern sample growth laboratories in
Ukraine now. .

Ukrainian scientists now receive some international support from INTAS,
CRDF grants, other bilateral and many-sided channels of international scien-
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tific cooperation. Certain parts of DMS investigations in Ukraine are funded by
Ukrainian State Fundamental Research Foundation, by NASU and Ministry of
Education of Ukraine.

Finally we present a new result obtained for DMS based Cd1-xΜnxTe/CdTe/
Cd1-xΜnTe QW structures, which inakes a new way of looking at some optical
lines in quantum well spectra.

3. About the nature of some additional lines in QW spectra
3.1. Introduction to the problem

In the last years the particular attention gives to consideration of the sys-
tems with reduced dimensionality, in particular, quasi two-dimensional systems
or quantum wells. Such structures comprise of a thin layer of one material sand-
wiched between two layers of another material. Because of technology features the
boundary between two different materials is not perfectly sharp. This has raised
a question about the influence of non-ideal interface on the properties of quasi
two-dimensional systems.

It is known (see, for instance, [16, 17]) that the interface intermixing in the
case of II-VI diluted magnetic semiconductor quantum wells leads to the para-
magnetic enhancement effect in such structures. In this work we would like to
point our attention to another effect connected with non-ideal interface profile.
In the case of asymmetrical interface profile the real potential shape of quantum
well becomes asymmetrical also. This reduces the symmetry of Hamiltonian and
the eigenfunctions of one-dimensional problem in the growth direction are neither
even nor odd functions further. This fact breaks the symmetry selection rules for
optical interband transitions and makes possible to observe the optical transitions
between "even" and "odd" confined states, which are strictly forbidden in the case
of rectangular (or other symmetrical profile) quantum well.

Such additional lines have been observed ín a number of samples grown by
different techniques. In the relatively good quality samples grown by the MBE
technique such additional lines are observed in very limited cases [18]. As it will
be shown in this paper in the samples grown by the laser ablation technique, the
intensity of the additional line can reach about 10% of the main line intensity.
In the experiments performed in Ref. [18] for a 20 Α wide CdΤe/Cd0.88Μn 0.12Te
quantum well the authors observed the additional line in reflectivity spectra in σ+
polarization for magnetic field Η > 2 T. The observation of the additional line
has been used as evidence of type I - type II transition in the magnetic field and
associated with e1-hh3 transition. Such explanation of the results requested the
valence band offset parameter in CdTe/CdMnTe quantum well structures to be
equal to Q=0.1--0.15.

However, the numerous studies of Cd 1 ΜnxTe/CdΤe/Cd1 -ΜnΤe QWs
show that the valence band offset parameter value is rather 0.3 ¸ 0.45 than 0.15.
The measurements performed for half-parabolic QWs [19] provide good evidence
of it. Due to asymmetry of half-parabolic potential profile it is possible to observe
transitions between electron and hole confined states with the same values of n
and m (n, m are numbers of the electron and hole confined states, respectively)
as well as transitions between states, with different values n and m. Namely, the
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analysis f the energy positions f the el—hhl and el-hh2 and/or e2—hhl optical
transitions allowed in the case f asymmetrical potential profile gives the authors
the possibility to determine the valence band offset parameter to be equal to
Q = 0.4 ± 0.05.

In the same time the analysis f interface intermixing effect influence on
el—hhl exciton giant spin splitting in QWs [16, 17] and studies f "normal" and "in-
verted" interfaces in Cd1- Μnx Te/CdTe/Cd 1 - y Μgy Τe QW structures distinctly
show that the potential profile of MBE grown "rectangular" QWs has a techno-
logically caused asymmetry. So, our model f asymmetrical quantum wells allows
us to explain the results obtained in Ref. [18] in terms f "forbidden" transitions
el—hh2 with a realistic value of the valence band offset parameter.

Note that since there are no excited electron and hole quantum confined
states in the 20 Α wide Cd 0.88 Μn012Τe/CdΤe/Cd0.88 Μn0.12Τe QW, for inter-
pretation of the results of their experiment the authors f Ref. [18] used the
model f "effective potential" to describe the heavy hole states with respect to
the electron—hole Coulomb interaction influence. Indeed, there are two possible
types f the excitons in QW. The first is the exciton associated with both electron
and hole confined by the QW potential. The second type is the excitons comprised
f electron (hole) confined by the QW potential and hole (electron) confined due
to the Coulomb interaction only. In fact, the states f the second type excitons
may be considered as additional (i.e. possible only if the Coulomb interaction is
taken into account) quasi one-particle states hh2 (e2), hh3 (e3), etc.

Due to the technological features the samples grown by laser ablation method
might have more asymmetrical interface profiles than the samples grown by the
MBE technique. The additional line in spectra f such samples may be observed
both in σ+ and σ- polarizations of light and its intensity may be comparable with
the main line. We will show that such situation is really present for our samples
grown by the laser ablation method and we will describe it using the proposed
model.

3.2. Experiment

The samples were prepared by the laser ablation method by one f us,
J.J. Dubowski, Ottawa, Canada. One f them (CCM-205) contains 6 CdTe QWs
separated by Cd0.89Mn0.11Te  barriers. The well and barrier widths are L W = 27 Α
(it was planned in the growth process to make LW = 20 Å) and Lb = 165 Å, respec-
tively. The second structure (CCM-207) consists f 41 CdTe/Cd0.89Mn0.11Te QWs
with the same value of LW parameter, but the barrier width is reduced to Lb = 45 Å.
value. The barriers in CCΜ-207 are narrow enough for a creation f a miniband
structure both for electron and heavy hole subsystems. So, this sample should be
considered as a superlattice (SL) while the CCM-205 we consider as a multi-quan-
tum well (MQW). A more detailed description of the samples parameters is given
in Ref. [20]. The comparison f the experimental values f photoluminescence peak
positions with those calculated for rectangular QW are performed in Ref. [20]. This
comparison presents evidence f the SL effects in CCM-207 structure. The authors
of Ref. [20] conclude also that LW in the both structures is some greater than it
was planned (up to 27Å instead of 20 Å).
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The measurements were performed in a temperature f T = 2 K. The addi-
tional line for both samples was observed in the reflectivity spectra. In Fig. 1 the
reflectivity spectra of CCM-207 in σ+ polarization are shown for different values
of the external magnetic field M. Each of these spectra includes the hne associated
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with the barrier exciton, the main el-hhl line and the additional line blue shifted
from the main one. The energy distance between the main and additional lines in
the case f SL (15±1 meV) is slightly less than in the MQW case (24±2 meV). The
additional line intensity increases a little with magnetic field in σ+ polarization
and decreases significantly without a noticeable line broadening in σ — .

In Fig. 2 we plot the magnetic field dependence of the optical transition
energies for the samples CCΜ-205 (a) and CCΜ-207 (b). The additional line has
no diamagnetic shift proportional to H 2 , so it cannot be treated as the excited
el—hhl exciton state. We can see also for both samples that the GSS values of the
additional line are some greater than those for the main line. This make us not to
be able to describe the additional line as a light hole exciton. Moreover, this fact
tells us that probably the heavy hole state associated with the additional optical
transition is less confined than hhl state associated with el-hhl exciton. As far
as the additional line is observed both in σ+ and σ - polarizations the approach
developed in Ref. [18] and based on the presence of type I — type II transition in
the magnetic field cannot be applied in this situation.

Since in the MBE grown structures the additional lines with comparable
intensities have not been observed we suppose that the nature of the additional
optical transitions is connected to the growth technique peculiarities. Due to the
features f technological process used for preparation f the samples CCΜ-205 and
CCΜ-207, these quantum structures may have a strong asymmetrical profile f
the interfaces. As mentioned above, this allow us to consider the possibilities f
the optical transitions forbidden in the case of symmetrical potential profile.

3.3. theoretical description

We choose z-axis to be along the growth direction. Following Refs. [16, 17]
we assume the Mn-impurity concentration in the structure to be a continuous
function of the coordinate x(z). We label LW as the well width in the rectangular
well approximation. Now we introduce the interface function F(z - zif) which
describes the realistic interface profile. This function takes the values 1 and  0
away from the interface point zif to the left side (z « zif) and to the right side
(z » zif) , respectively. The possible expressions for the function F(t) will be
discussed below. So, the real Mn-impurity concentration profile in z-direction for
a single CdΤe/Cd1-x ΜnxΤe quantum well can be represented as the continuous
function x(z)

where z = 0 and z = LW correspond to the interface positions in the case f
rectangular QW approximation. The function x(z) becomes asymmetrical if the
fiinction F(t) = F(t) = 1 /2. where t = z - zif. is not the antisvmmetrical function

For our calculations we used two types of the interface functions F(t). The first
is a "one-stage" function, which can be written either in terms f power-functions
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or in terms f exponential functions

Here LD is the characteristic interface mixing length, s is a parameter. The interface
function in the form (2) vanishes more slowly with increasing t than that in the
form (3) and provides more long tails in the Mn distribution function x(z).

The second type of the interface functions under consideration is a "two-stage"
interface function, where we assume the presence f two sources of Mn concentra-
tion changes during the growth process. Each of these mechanisms is characterised
by its own parameter L. The parameter f describes the relative contribution f
the faster process in the dynamics f the  Mn-impurity changing

or in terms f exponential functions

For the calculation f the potential shape U(z) in the magnetic field we used
the method developed in Refs. [16, 17] assuming that the local magnetization at
the point z = z0 is equal to the magnetization of a bulk crystal with the same value
of Mn concentration x(z = z0 ). Then we solved corresponding one-dimensional
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Schrödinger equations for electrons and heavy holes motion in z-direction nu-
merically using the "shooting" method. We determined the wave functions and
eigenenergies for electron and heavy hole ground states (el and hhl, respectively)
and for heavy hole first excited confined state hh2. The relation f the intensities
f the main and additional lines was calculated as the ratio of squares of envelope
function overlap integrals for electron and hole associated with the additional and
main line transitions, i.e., for el-hh2 for the additional line and el—hhl for the
main line. As far as the present work does not raise the question f full quantita-
tive explanation of the experiment we use for exciton binding energies and strain
effects description only very approximated values f the parameters.

The calculations have been performed for different types f the interface
function F(t) with different values f the parameters LD, s, f, for different struc-
ture parameters and different values of the valence band offset parameter Q. Some
results f these calculations are given in Fig. 3a, b. In Fig. 4a, b we compare the
results f the calculations with the experimental results obtained for the sample
CCM-205. Zero energy in Figs. 4a, 5b, 6 corresponds to the energy position f the
barrier exciton line in zero magnetic field.

In the case f SL (CCM-207) we approximate the miniband effects by con-
sideration of the tunnel-split f quantum confined states in the double quantum
well (DQW) structure with the barrier width Lb. We assume that the lower tun-
nelling state in the case of DQW corresponds to the state at the bottom of mini-
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band in the case of SL, i.e., to the state with the zero value f the miniband wave
vector. In the case f DQW we approximate the Mn distribution in z-direction by
the following function:

The calculations were performed both for the "one-stage" interface function
F(t) in the form (2) or (3) and for the "two-stage" function in the form (4) or (5)
in the wide range of the parameters LD, s, f, etc.

In Fig. 5a, b we present the results of the calculations f the relative intensity
of the el-hh2 optical transition and transition energies for different parameters
of the interface function F(t). Figure 6 shows the magnetic field dependence f
the transition energies in comparison with the experimental points for CCM-207
sample. The positive and negative values of the magnetic fleld H correspond to
σ+ and σ- coinponents, respectively.

The performed analysis shows:
(i) The calculated values f the energy positions of main (el-hhl) and of

additional (el-hh2) lines and the ratio f their intensities for σ+ and σ - GSS
components are in principal agreement with those from the experiment for the
CCM-205 and CCM-207 structures. The LD/L ratio should be taken as relatively
large (up to - 1) for the best agreement.

Note that the calculated GSS value is a bit greater than the experimental
one. We suppose that for better agreement with the experiment it is useful to take
into account the Coulomb interaction in a similar way as in Ref. [18].
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(ii) The results f calculations are very sensitive not only to interface inter-
mixing length parameter LD, but to the type. f interface function F(t) contrary
to the GSS "paramagnetic enhancement" effect [16, 17], where the LD value is im-
portant only. The important characteristic f the interface profile is the magnetic
field dependence f the ratio f the additional and main lines intensities. Using
different sets f the interface function F(t) parameters it is possible to obtain in
calculations the increasing f this ratio either for σ+ components or for σ - ones.
It gives us an additional possibility to control the model validity by compare the
calculated dependence f this ratio with the experimental data.

This situation gives a possibility to use the observation and analysis f ad-
ditional lines in QW spectra to obtain the information about details f interface
profiles for different growth technologies.

3.4. Conclusion

Based on the computer simulations f the main and additional lines energy
positions and relative intensities we conclude, that the additional line in QW
spectra might be explained in terms f hh2→el transitions, which ceases to be
forbidden in the presence f technologically caused asymmetry f QW potential
profile. The sabre-like profile f Mn concentration distribution was used in the
vicinity of the QW interfaces. It was shown that the asymmetry parameter depends
on the peculiarities f the growth technique. In particular, it is essentially larger
for our samples grown by the laser ablation method than for MBE grown ones.

This investigation was partly supported by INTAS grant # 93-3657 exp. and
by grant f State Fundamental Research Foundation f Ukraine # F4/346-97.
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